Test Report No: SHFDO070600135AN Date: Jun 11 2007

Client name: TITANPE TECH (SHANGHAI) INC.
Client address: BD7, NO. 198, CHANGHE ROAD, SHANGHAI, 200331, PRC

The following sample(s) was/were submitted by/ on behalf of the client as:

Sample name: AG400

Batch no.: 03375

Manufacture: TITANPE TECH (SHANGHAI) INC.
SGS job no.: SHFDO070600135AN

Date of receipt: Jun 01 2007

Testing period: Jun 01 2007 ~Jun 08 2007

TEST(S) REQUESTED:
Selected test(s) as requested by applicant:
Disinfection and sterilization test

TEST METHOD(S):
GB 15981-1995 Evaluating method and standard for the efficacy of disinfection and sterilization :
Appendix C. Quantitative test method for the efficacy of disinfection for disinfector

TEST ORGANISMS:
Escherichia coli ATCC 25922

TEST RESULT(S):
Please refer to the next page

SAMPLE DESCRIPTION: Liquid ripll-itUbe

135AN
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Test Report No: SHFDO070600135AN Date: Jun 11 2007

TEST RESULT(S):
. Survival
| :
: Bacteria Sample Test | Contact E:g::; baﬁ%ﬂa Killing
Test organisms | concentration Eohcantration |Ctimes fiiis from coakbl rate
(cfu/mL) sample %
(cfu/mL) sample
(cfu/mL)
Original 1 24h <1 1.2x10% | >99.9
Original 2 24h <1 1.1x10% | >99.9
Escherichia coli & = 5
ATCC25922 1.2x10 Original 3 24h <1 1.1x10 >899
Original 4 24h <1 1.4x10° | >99.9
Original 5 24h <1 1.0x10% | >99.9
Remark: The test was performed without neutralizer.
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